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DIVISION 9 - SECTION 09 60 00.11 
QTrbm Rebonded Recycled Rubber Impact Sound Insulation 

PATENT PENDING
PART 1.0- GENERAL

1.1 SUMMARY

A. The work of this section includes: 

1. Types of rebonded recycled rubber Impact Sound Insulation to be placed under flooring in living units. 
2. Adhesives 

B. Related Sections: Section(s) related to this section include: 

1. Concrete Substrate 

2. Plywood Substrate 

3. Tile   

4. Carpeting 

5. Noise Control and Vibration Isolation 

1.2 REFERENCES

A. Standards listed by reference, including revisions by issuing authority, form a part of this 
specification section to extent indicated. Standards listed are identified by issuing authority, 
authority abbreviation, designation number, title or other designation established by issuing 
authority. Standards subsequently referenced herein are referred to by issuing authority 
abbreviation and standard designation. 

B. American Society for Testing and Materials (ASTM): 

1. ASTM E492 Standard Test Method for Laboratory Measurement of Impact Sound Transmission 
Through Floor-Ceiling Assemblies Using the Tapping Machine 

2. ASTM C627 Standard Test Method for Evaluating Ceramic Floor Tile Installation Systems Using 
the Robinson-Type Floor Tester 

3. ASTM E989 Standard Classification for Determination of Impact Insulation Class (IIC) 

4. ASTM E1007 Standard Test Method for Field Measurement of Tapping Machine Impact Sound 
Transmission Through Floor-Ceiling Assemblies and Associated Support Structures 

5. ASTM E2179 Standard Test Method for Laboratory Measurement of the Effectiveness of Floor 
Coverings in Reducing Impact Sound Transmission Through Concrete Floors 

6. ASTM E90 Standard Test Method for Laboratory Measurement of Airborne Sound Transmission 
Loss of Building Partitions and Elements 

7. ASTM E336 Standard Test Method for Measurement of Airborne Sound Insulation in Buildings 

C. South Coast Air Quality Management District (SCAQMD) Rule #1168 

1. VOC standards for adhesive and sealant applications 

D. Leadership in Energy and Environmental Design – LEED®




